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TEST EQUIPMENT UTILISED

Sundoo Tensile Tester type SH-5K-
5000N, Serial 4406110656.
Calibration Cert: 60000002.

Conditioning cabinet, Mi-S
Recorder, Type DS100, Serial
BC 182443, Calibration Cert: 039294.

METHOD OF MANUFACTURE OF TEST PIECES

All test materials supplied by end user, Cabin Air Services and either conditioned or cut as
required by the relevant ASTM standard prior to testing

TEST RESULTS

Tests were completed as per steps provided in document TP-0357-001 and referencing the
appropriate ASTM standard.

F484-08

No evidence of any surface cracking of crazing.

Result: Material, MX14, complies with ASTM F484-08
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TECHNICAL REPORT

INTRODUCTION

Mix 14 has been commissioned by 365 Aerospace to carry out tests to ASTM
standard requirements on the cleaning compound MX14

NOTE: The testing commissioned was carried out in accordance with 365 Test
Plan/Report Document No. TP-0357-001

SPECIFICATIONS

Referenced data material.

ASTM: F485-08 (reapproved 2013)
ASTM: F2109-01(reapproved 2017)
ASTM: F1104-02 (Reapproved 2013)
ASTM: F 484-08 (Reapproved 2013)

MATERIALS UTILISED

MX14 Cleaner(batch 50000131/160217), leather samplel (04500071/15098),
Leather Sample 2 (DF694), Leather sample 3 (DF693), Leather sample 4 (LDO11),
Acrylic plastic sheet (140165), Aluminum sheet 7075 to SAE-AMS-QQ-A250/13,
(RM45301), Titanium alloy sheet to SAE-AMS-T-2046 (CM-AB-01-2343BK)

This Report relates to the sample(s) submitted for test and no others. Additions, deletions or alterations are not permitted. Tests reports are
given to the customer in confidence, and may only be reproduced in whole or in part with permission from Mix 14 Ltd. Note that the words
“tested by Mix 14" may be used in subsequent publicity for the product. “Approved” must not be used. Tests are carried out on the
understanding that neither the Company nor its officers can accept any legal responsibility for the information or advice given or opinions
expressed whether in response to specific enquiries or otherwise.

This Report is given subject to the Terms of Business of Mix 14 Ltd, which are available at the address above. The above descriptions have
been supplied by the customer and have not been verified by Mix 14 who can take no responsibility for the accuracy of the description.




